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ABSTRACT

Regardless of environment (ultrahigh vacuum, humid air, dry nitrogen, or water), ion-beam-deposited
diamondlike carbon (DLC) and nitrogen-ion-implanted, chemical-vapor-deposited (CVD) diamond films had low
steady-state coefficients of friction (<0.1) and low wear rat@8€ mm?/N-m). These films can be used as effective
wear-resistant, self-lubricating coatings regardless of environment. On the other hand, as-deposited, fine-grain
CVD diamond films; polished, coarse-grain CVD diamond films; and polished and then fluorinated, coarse-grain
CVD diamond films can be used as effective wear-resistant, self-lubricating coatings in humid air, in dry nitrogen,
and in water, but they had a high coefficient of friction and a high wear rate in ultrahigh vacuum. The polished,

coarse-grain CVD diamond film revealed an extremely low wear rate, far less tHdmb@/N-m, in water.

INTRODUCTION

Presently, modern diamonds fall into four distinct categories: natural, high-pressure synthetic, chemical vapor
deposited (CVD), and diamondlike carbon (DLC) (Pierson, 1993). In the last 100 years or so, the scarcity and high
cost of natural diamond have been challenged by the large-scale production of synthetic diamond. Although high-
pressure synthetic and natural diamonds are used in the industrial market (particularly in wear and abrasive applica-
tions), their use in tribological applications is limited by small size and high cost (Gigl, 1989) and the need to be
bonded to a substrate in a separate operation.

CVD diamond and DLC, the so-called new diamond materials, offer a broader potential than natural and high-
pressure synthetic diamonds because size and eventually cost will be less of a limitation. For example, CVD
diamond has been uniformly deposited on a 20-cm-diameter area, and DLC has been deposited on a 200-cm-long
knife-edge by a reactive-ion-plating technique (Murakawa, 1990). For large-area &S ppiications, CVD

diamond and DLC are the only forms of diamond that seem economically viable.
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CVD diamond-film technology looks promising, although researchers are still tackling problems with enhancing
adhesion to substrates (including steel), speeding up deposition (production) rates, and lowering costs (Feldman
etal., 1995). CVD and DLC diamond films could edge into tribological and tooling applications. In NASA's
perspective, diamond’s excellent properties can suit it for coatings on tribological components and parts, such as
valves and bearings in the harsh environment found in internal combustion and jet engines and in spacecraft. These
films open the door to tribology technology and design engineering that can take full advantage of diamond’s
intrinsic properties in such areas as solid-lubricating, wear-resistant, erosion- and corrosion-resistant, and protective
coatings. These materials offer lively new solutions to important engineering problems and exciting challenges to the
tribologist or designer who seeks to exploit their cost-effective potential. Developing safe and economic applications
for diamond materials that can compete with conventional tribological materials requires understanding their
behavior and taking innovative approaches to manufacturing.

As-deposited CVD diamond film indeed has friction and wear properties similar to those of natural and synthetic
diamonds in a variety of environments (Miyoshi et al., 1992, 1993). The tribological properties of the diamond
materials, like those of conventional lubricating materials (e.g., graphite and molybdenum disulfide), vary with the
environment, possessing a Jekyll-and-Hyde character. For example, diamond is one of the slipperiest materials, and
is similar to polytetrafluoroethylene in terrestrial environments (Tabor, 1979; Bowden and Hanwell, 1966). However,
when a fresh atomically, clean diamond surface contacts an atomically clean counterfacing material, strong bonds
form between the two materials. In this case, diamond possesses high friction, low abrasion resistance, and low wear
resistance (Tabor, 1979; Bowden and Hanwell, 1966; Miyoshi and Buckley, 1980). To some degree, this situation
also applies to sliding contacts, where fresh surfaces are continuously exposed by the counterfacing material.
Because direct contact with fresh surfaces is unavoidable under actual sliding conditions, the tribological perfor-
mance of clean, unlubricated diamond is of paramount importance.

Getting the best performance from CVD diamond and DLC as solid-film lubricants and/or wear-resistant barriers
for many moving mechanical assemblies requires a good understanding of CVD diamond and DLC themselves, the

counterfacing materials, and the type of environment and operation.
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The investigation described herein examined the lubrication, friction, and wear properties of fine-grain CVD
diamond films, surface-modified CVD diamond films, and ion-beam-deposited DLC films in four environments:

humid air, dry nitrogen, ultrahigh vacuum, and water.

MATERIALS

The investigation encompassed four types of relatively smooth surfaces (6 to 37 nm rms) of as-deposited and
surface-modified CVD diamond films: (1) as-deposited, fine-grain diamond; (2) polished, coarse-grain diamond;

(3) polished and then fluorinated, coarse-grain diamond; and (4) polished and then nitrogen-ion-implanted, coarse-
grain diamond. In addition, two types of smooth surfaces of ion-beam-deposited DLC films were investigated: (1)
DLC deposited at an ion energy of 1500 eV and (2) DLC deposited at an ion energy of 700 eV.

Wu et al. (1992a, 1993, 1995), Murakawa and Takeuchi (1991), and Miyake (1994) give details of CVD diamond
and DLC deposition and modification techniques. Briefly, the as-deposited, fine-grain diamond films were produced
on the flat surfaces of silicon, silicon nitride, and silicon carbide substrates by microwave-plasma-assisted chemical
vapor deposition (Wu et al., 1992a). The polished, coarse-grain diamond films were produced on the flat surfaces of
silicon nitride substrates by hot-filament chemical vapor deposition using a 1:100 mixture of methgren(CH
hydrogen (H) (Murakawa and Takeuchi, 1991). The fluorinated, coarse-grain diamond films were produced by
exposing polished CVD diamond film to carbon tetrafluoride,j@fasma using radiofrequency (13.56 MHz)
power at 1.3 W/crhfor 10 min and a flow rate of 10 ml/min at 8 Pa (Miyake, 1994). The nitrogen ion-implanted,
coarse-grain diamond films were produced by impacting nitrogen ions into polished CVD diamond film using an
accelerating energy of 35 keV, resulting in a dosexdD¥ ions/cn? in a calculated mean depth of 47 nm (Wu et
al., 1993). The DLC films were deposited on silicon by the direct impact of an ion beam composed of a 3:17 mixture
of argon (Ar) and Cllat a radiofrequency power of 99 W and ion energies of 1500 or 700 eV. DLC film thicknesses

ranged from 520 to 660 nm (Wu et al., 1995).
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EXPERIMENT

A variety of analytical techniques was used to characterize CVD diamond and DLC films: scanning and transmis-
sion electron microscopy (SEM and TEM) to determine surface morphology and grain size and to study wear
surfaces and wear debris; Rutherford backscattering spectroscopy (RBS) and hydrogen forward scattering to identify
impurities (if any) in the films and to determine carbon and impurity concentrations; Raman spectroscopy and
Fourier transform infrared spectroscopy (FTIR) to characterize carbon bonding and structure; x-ray photoelectron
spectroscopy (XPS) to characterize surface chemistry; x-ray diffraction to determine the crystal orientation; and
surface profilometry and scanning probe microscopy to determine film surface morphology, roughness, and wear.

Unidirectional, rotating sliding friction experiments were performed at room temperature in humid air (40%
relative humidity), in dry nitrogen (<1% relative humidity), in ultrahigh vacuum(P@), and in distilled water.

The friction apparatus used in the investigation was mounted in a chamber (Fig. 1). The apparatus can measure
friction in a variety of environments including humid air, dry nitrogen, ultrahigh vacuum, and water. All experiments
were conducted with CVD diamond, surface-modified CVD diamond, and DLC films in contact with CVD diamond
pins (radius, 1.6 mm) at a load of 0.49 N (a mean Hertzian contact pressure of approximately 2 GPa) and at a
constant rotating speed of 120 rpm (sliding velocity, 31 to 107 mm/s depending on the range of wear track radii
involved in the experiments). The friction force was continuously monitored during the friction experiments. Film
wear volumes were obtained by measuring the average cross-sectional area determined from stylus tracings across
the wear tracks at a minimum of eight locations in each track. Then, the average cross-sectional area of the wear
track was multiplied by the wear track length. The wear rate, known as the dimensional wear coefficient, is defined
as the volume of material removed at a unit applied load and in a unit sliding distance expressed as cubic millimeters

per newton-meter.

RESULTS

CVD Diamond and DLC Films

Figure 2 presents typical Raman spectra of as-deposited, fine-grain CVD diamond film; surface-modified CVD
diamond film; and as-deposited DLC film at ion energies of 1500 and 700 eV. In addition, Table | shows a compari-

son of some of their characteristics.

NASA TM-107472 4



The Raman spectrum of the as-deposited, fine-grain CVD diamond film contained the diamond f&m of sp
bonded carbon at 1332 cfas well as the G- and D-band nondiamond forms of carbon (Fig. 2(a)). The G-band
Raman shifts are attributed to thé-gpnded carbon, whereas the D-band Raman shifts are attributed to the disor-
dered nondiamond carbon present in the CVD diamond film. Although the scattering efficien&pofnded
carbon is more than 50 times that o?-spnded carbon (Wada and Solin, 1981), the as-deposited, fine-grain CVD
diamond film actually contained much more of the latter (diamond) form of carbon than may be inferred from
Figs. 2(a) to (c). However, the film also contained a considerable amount of nondiamond carbon. The film consisted
of carbon, hydrogen, and some elements from the substrate material, such as silicon. The hydrogen concentration
was estimated to be 2.5 at.%. The film was primarily polycrystalline, the crystallites were oriented aldh@ the
direction and had a granulated or spherulitic morphology, and the grain sizes ranged from 20 to 100 nm. The
surfaces contained spherical asperities ranging from 6 to 37 nm rms.

In comparison with the Raman spectrum of the as-deposited, fine-grain CVD diamond film, the Raman spectrum
of the polished, coarse-grain CVD diamond film contained more of the diamond forfmhmdraped carbon at
1332 cntl(Fig. 2(b)). The coarse-grain diamond film consisted primarily of carbon; the hydrogen concentration was
estimated to be less than 1 at.%. The film was primarily polycrystalline, the crystallites were oriented along the
[(1110direction, and the grain size was approximatelytO The mean surface roughness was 25 nm rms.

In comparison with the Raman spectra of the as-deposited, fine-grain and polished, coarse-grain CVD diamond
films, the Raman spectrum of the fluorinated, coarse-grain CVD diamond film contained more of the diamond form
of sp>-bonded carbon at 1332 th{Fig. 2(c)). The intensity of the sharp peak at 1332coharacteristic of the
diamond form of spbonded carbon, increased (in ascending order) for fine-grain diamond, polished diamond, and
fluorinated diamond. The mean surface roughness of the fluorinated CVD diamond film was 8 nm rms. The surface
morphology was almost the same as that of the polished CVD diamond film.

The nitrogen-ion-implanted, coarse-grain CVD diamond film contained primarily amorphous, nondiamond forms
of carbon in its surface layer. The Raman spectrum (Fig. 2(d)) of this diamond film is quite different from those of
the previous three CVD diamond films (Figs. 2(a) to (c)). It shows an extremely small characteristic diamond peak at
1332 cntl and a broad characteristic nondiamond carbon peak near 1520\itrogen ion implantation produced

a thin layer of amorphous, nondiamond carbon in the surface region of the coarse-grain CVD diamond film
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(Wu et al., 1993). The nitrogen ions penetrated to a calculated mean depth of 47 nm, and the mean surface roughness
was 6 nm rms. The surface morphology was almost the same as that of the polished CVD diamond film.

The DLC films contained primarily amorphous, nondiamond carbon. The characteristic diamond peak is absent
from the micro-Raman spectra of the ion-beam-deposited DLC films (Figs. 2(e) and (f)). The grapbiviocsd
carbon (G-band) peak is sharper and the disordered nondiamond carbon (D-band) is more prevalent in the Raman
spectrum of the DLC film deposited at 1500 eV than in that of the DLC film deposited at 700 eV. The hydrogen
concentration was lower in the DLC film deposited at 1500 eV than in that deposited at 700 eV. The compositions of
the DLC films deposited at 1500 and 700 eV were, in atomic percgitg\r, gand GoH,,Ar o respectively.
The ratio of carbon to hydrogen for the DLC film deposited at 1500 eV was 1.64; that for the DLC film deposited at
700 eV was 1.36. The mean surface roughnesses of the DLC films deposited at 1500 and 700 eV were 22 and

14 nm rms, respectively.

Coefficients of Friction and Wear Rates

Figure 3 presents the steady-state (equilibrium) coefficients of friction and wear rates at room temperature in
humid air (40% relative humidity), in dry nitrogen (<1% relative humidity), in an ultrahigh vacuurhRa} and in
water for the same films as in Fig. 2. For a direct comparison, the coefficients of friction and the wear rates were
plotted from 0.01 to 1 and from ¥ to 103 mm3/N-m, respectively. An effective wear-resistant, self-lubricating
material must generally have a coefficient of friction less than 0.1 and a wear rate less&mamI8-m.

The results presented in Fig. 3 indicate that both the steady-state coefficients of friction and wear rates of the
CVD diamond and DLC films depended on the environment. Conditions that reduced friction, such as a particular
combination of environment and material, usually reduced wear rate as well.

The as-deposited, fine-grain CVD diamond film (Fig. 3(a)) had a low coefficient of friction (<0.1) and a low
wear rate (order of T8 mm’/N-m) in three environments: humid air, dry nitrogen, and water. However, in ultrahigh
vacuum it had a high coefficient of friction (>0.1) and a high wear rate (order®fmb®/N-m), which are not
acceptable for solid-film lubrication applications. In an ultrahigh vacuum, removing some contaminant surface film

from the contact area resulted in stronger interfacial adhesion between the diamond pin and the diamond films and
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raised the coefficient of friction, and accordingly, the wear rate. These results are consistent with previous results
(Miyoshi et al., 1993). The increase in friction and wear was attributed to removing the adsorbed contaminants from
the surface by sliding in an ultrahigh vacuum at room temperature.

Like the as-deposited, fine-grain CVD diamond film, the polished, coarse-grain CVD diamond film (Fig. 3(b))
had low friction and wear in humid air, dry nitrogen, and water and high friction and wear in ultrahigh vacuum.
Interestingly, the polished, coarse-grain CVD diamond film revealed an extremely low wear rate, far less than
1019 mm3/N-m, in water.

The fluorinated, coarse-grain CVD diamond film (Fig. 3(c)) also had friction and wear properties similar to those
of the as-deposited, fine-grain diamond film and the polished, coarse-grain diamond film: low in humid air, dry
nitrogen, and water and high in ultrahigh vacuum.

The nitrogen ion-implanted CVD diamond film (Fig. 3(d)) had low friction and wear, regardless of environment.
This result is consistent with the friction and wear properties of carbon-ion-implanted CVD diamond film (Wu et al.,
1993; Miyoshi, 1995a). The effect of ion implantation on friction and wear is discussed later under Mechanism of
Lubrication. Similar to the nitrogen-ion-implanted diamond film, the DLC films deposited at both 1500- and 700-eV
ion energy (Figs. 3(e) and (f)) had a low coefficient of friction (<0.1) and a low weag i@ (m3/N-m) regard-

less of environment.

Wear Behavior

SEM observations (Fig. 4) indicate that wear debris particles (submicrometer to micrometer in size) were gener-
ated by sliding action on the surfaces of the diamond films, the DLC films, and the diamond pins. Much finer
particles were generated on the surfaces of the nitrogen-ion-implanted diamond films and the ion-beam-deposited
DLC films than on the surfaces of the as-deposited, fine-grain diamond; polished, coarse-grain diamond; and
fluorinated, coarse-grain diamond films. These finer particles primarily resulted from the wear and removal of

amorphous, nondiamond carbon by sliding.
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DISCUSSION

Mechanism of Lubrication

The Bowden-Tabor model of metallic friction provides a starting point for understanding how CVD diamond
and DLC films can reduce friction (Bowden and Tabor, 1964; Singer, 1992). If the plowing contribution in friction is
neglected, the friction arising between the films and a CVD diamond pin is described by the goaahdw
(Bowden and Tabor, 1964) pi1y A (Miyoshi, 1995b) because the surfaces of fine-grain CVD diamond, surface-
modified CVD diamond, and ion-beam-deposited DLC films are smooth. In these equatiotig coefficient of
friction, sis the shear strength of the contact area (junct®is)the true contact aréd/is the normal contact load,
andy is the surface energy.

Figure 5 illustrates how the friction and the surface condition can vary with the material and the environment.
With adsorbed contaminants (water vapor, carbon oxides, and hydrocarbons usually about 2 nm thick), the hard
diamond film provided a small contact akkaminimized penetration of the diamond pin (accordingly, plowing will
be negligible), and either reduced the shear stresgtimaintained the low surface enexgyef the contact area
(Fig. 5(a)). When the model of dangling carbon bonds of diamond (Gardos, 1994; Holmberg, 1993) was applied to
Fig. 5(a), these bonds could be terminated with surface contaminants (hydrogen, hydroxyl groups, and organic
radicals on CVD diamond films and high-pressure synthetic diamonds), providing a low friction in terrestrial (or
nonvacuum) environments. For these reasons, the coefficients of friction for the as-deposited, fine-grain diamond
films; the polished, coarse-grain diamond films; and the fluorinated, coarse-grain diamond films studied in this
investigation were low in humid air and in dry nitrogen.

Removing some of the contaminant surface layers from the contact area (Fig. 5(b)) resulted in stronger interfacial
adhesion between the diamond pin and the diamond film and accordingly raised the coefficient of friction. Contami-
nant surface layers were removed by repeatedly sliding the pin over the same track in ultrahigh vacuum. The hard
diamond film provided a small contact a®eand minimized penetration of the diamond pin (accordingly, plowing
will be negligible). Removing adsorbates (contaminant layers) from the contact area enhanced adhesion and
increased either the shear strergytin the surface energyof the contact area. When the model of dangling carbon

bonds (Gardos, 1994; Holmberg, 1993) was applied to Fig. 5(b), these bonds formed a strong carbon-carbon bonds,

NASA TM-107472 8



providing high friction in a space or vacuum environment. For these reasons, the steady-state coefficients of friction
for the as-deposited, fine-grain diamond films; the polished, coarse-grain diamond films; and the fluorinated, coarse-
grain diamond films were extremely high in ultrahigh vacuum.

Figures 5(c) and (d) represent the case of the nitrogen-ion-implanted, coarse-grain CVD diamond film in sliding
contact with a diamond pin. The ion implantation processes produced a thin surficial lay@ng<fidk) of
amorphous, nondiamond carbon on the diamond film. This surface layer had low shear stretaythsurface
energyy at the contact area. Further, because the nondiamond carbon surface layer was thin enqugh, tke.1
true contact area resulting from the high elastic modulus and hardness of the underlying diamond, which largely
supported the applied load, was small. In general, the combination of either low shear strength or low surface energy
of the thin, nondiamond carbon surface layer and the small contact area gave low coefficients of friction (<0.1) for
the nitrogen-ion-implanted CVD diamond regardless of environment. Thus, disordering the diamond surface with
ion implantation created self-lubricating surface conditions on diamond regardless of the environment.

Because the contaminant layer, coupled with a nondiamond carbon surface layer, provided low shea @trength
low surface energy at the contact area, the nitrogen-ion-implanted, coarse-grain diamond film had a low coefficient
of friction (~0.1) and a low wear rate (¥0mnm?/N-m) in humid air and in dry nitrogen (Fig. 5(c)). However,
nitrogen ion implantation had little effect on the coefficients of friction in humid air and dry nitrogen, since thin
contaminant layers (such as adsorbed gases, water vapor, and hydrocarbons) are present on every surface of any
solid once exposed to air. On the other hand, in ultrahigh vacuum (Fig. 5(d)), nitrogen ion implantation greatly
reduced the coefficient of friction and greatly increased the wear resistance. In ultrahigh vacuum, the presence of the
nondiamond carbon layer on the fine-grain diamond films reduced the coefficient of frictidorl tand the wear
rate to 105mm3/N-m, which are acceptable for tribological applications. Thus, the nitrogen-ion-implanted, fine-
grain diamond film is an effective self-lubricating, wear-resistant coating, not only in air and in dry nitrogen but in
ultrahigh vacuum as well.

Figures 5(e) and (f) represent the case of the ion-beam-deposited DLC film in sliding contact with a CVD
diamond pin. The hydrogenated surface of the DLC film had low shear steamgfibw surface energy(with or
without adsorbed contaminants) at the contact area. Further, the true contact area resulting from the relatively high

Vickers hardness (~1500) of the hydrogenated carbon surface, which largely supported the applied load, was small.
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Therefore, the coefficients of friction for the ion-beam-deposited DLC film were low (<0.1) regardless of environ-
ment. The most important element to be considered in the cases shown in Figs. 5(e) and (f) is hydrogen. When DLC
films contain no hydrogen or only a small amount of hydrogen, they provide a graphite-like friction behavior (i.e., a
low coefficient of friction in a humid environment and a high coefficient of friction in dry, vacuum, or space environ-
ments (Miyoshi et al., 1989, 1991; Wu et al., 1992b; Eldemir et al., 1993; Zaidi et al., 1994; Voevodin et al., 1996;
Liu et al., 1996).

A disadvantage of ion implantation technology is that the penetration depth of implanted species is shallow
(0.01 to 0.5um) relative to that of conventional coatings. This shallow penetration may limit the wear life expect-
ancy of the ion-implanted layer and hence limit tribological applications to light-load or short-term operations. On
the other hand, ion-beam deposition makes it possible to produce uniform DLC films that are a few micrometers
thick on large areas and curved surfaces. This greater range of DLC coating thickness, coupled with low friction and
wear, regardless of environment, can lead to a longer endurance (wear) life expectancy and better wear resistance
than those of carbon-ion-implanted CVD diamond films. For example, the endurance life of DLC films with a
coating thickness of 04sm on CVD diamond is approximately 20 times greater than that of carbon-ion-implanted,
fine-grain CVD diamond with an amorphous, nondiamond Qu®sthick carbon layer (Miyoshi, 1995a). Thus, the

DLC film is also an effective wear-resistant, self-lubricating carbon film regardless of environment.

Mechanism of Wear

The mechanism of wear for the CVD diamond and DLC films studied in this investigation was an adhesive
interaction that caused small fragments (submicrometer to micrometer size) to be removed from the surfaces of both
the CVD diamond pin and the CVD diamond or DLC film (e.g., Fig. 4). Much finer wear particles were generated
on the surfaces of the DLC film and the nitrogen-ion-implanted CVD diamond film than on the surfaces of the
as-deposited CVD diamond, polished CVD diamond, or fluorinated CVD diamond films. The size of the wear

particles generally correlated with the film wear rate: the larger the wear particle, the higher the wear rate.
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CONCLUSIONS

From the results of characterization and sliding friction experiments on as-deposited, fine-grain, chemical-vapor-
deposited (CVD) diamond films; polished, coarse-grain CVD diamond films; fluorinated, coarse-grain CVD
diamond films; nitrogen-ion-implanted, coarse-grain CVD diamond films; and ion-beam-deposited amorphous
diamondlike carbon (DLC) films in four environments (humid air, dry nitrogen, ultrahigh vacuum, and water), the
following conclusions were drawn:

1. The ion-beam-deposited DLC and the nitrogen-ion-implanted CVD diamond films can be used as effective

wear-resistant, self-lubricating coatings regardless of environment.

2. As-deposited, fine-grain CVD diamond; polished, coarse-grain CVD diamond; and fluorinated, coarse-grain
CVD diamond films can be used as effective wear-resistant, self-lubricating coatings in humid air, dry
nitrogen, and water, although they have a high coefficient of friction and a high wear rate in ultrahigh vacuum.

3. The polished, coarse-grain CVD diamond film has an extremely low wear rate of less#anri¥ N-m in

water.
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TABLE | -COMPARISON OF CHARACTERISTICS OF DIAMOND AND DLC FILMS

Surface type rms surface | Grain size, Microstructure Dominated
roughness, nm crystal
nm orientation
As-deposited, fine-grain 6 to 37 20to 100 Polycrystalline 1100
diamond
Polished, coarse-grain 25 10 000 Polycrystalline mino
diamond
Fluorinated, coarse-grain 8 10 000 Polycrystalline mino
diamond
Nitrogen-ion-implanted, 6 10 000 Layered structure—amorphous a1g
coarse-grain diamond carbon layer on crystalline diamond
DLC deposited at 1500 eV 22 —-———— Amorphous -
DLC deposited at 700 eV 14 —-———— Amorphous —-————
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Figure 1.—Chamber tribometer.
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Figure 2.—Raman spectra. (a) As-deposited, fine-grain diamond film. (b) Polished,
coarse-grain diamond film. (c) Fluorinated, coarse-grain diamond film. (d) Nitrogen-ion-
implanted, coarse-grain diamond film. (e) Diamondlike carbon film at ion energy of
1500 eV. (f) Diamondlike carbon film at ion energy of 700 eV.
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Figure 3.—Coefficients of friction and wear rates of various films in sliding contact with CVD
diamond pins in humid air, dry nitrogen, ultrahigh vacuum, and water. (a) As-deposited, fine-
grain diamond film. (b) Polished, coarse-grain diamond film. (c) Fluorinated, coarse-grain
diamond film. (d) Nitrogen-ion-implanted, coarse-grain diamond film. (e) Diamondlike carbon
film at ion energy of 1500 eV. (f) Diamondlike carbon film at ion energy of 700 eV.
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Figure 4.—Scanning electron micrographs of wear debris particles produced
on (a) as-deposited, fine-grain CVD diamond film and (b) lon-beam-deposited
DLC film after sliding against diamond pins in ultrahigh vacuum.
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